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Research Topics 
・Development of scaling resistance evaluation technique for concrete
・Evaluation of frost damage resistance using a rapid permeability test
・Development of a technology for improving concrete surface layer quality
Research Seeds 

In cold regions, concrete structures are adversely 
affected by frost damage caused by freeze–thaw action 
during extremely cold winters. In recent years, architects 
and civil engineers have observed that concrete structures 
often show scaling (Fig. 1): a phenomenon by which 
concrete surface layers delaminate. This phenomenon 
increases concomitantly with the spraying of antifreeze 
agents, composed mainly of sodium chloride (NaCl), onto 
road surfaces. In Japan, strict limitations on the use of 
studded tires from 1991 have engendered a rapid 
increase in the use of antifreeze agents to prevent 
road surface freezing. Consequently, concrete surfaces 
in cold regions are exposed to a severer chloride 
environment than ever. As a result, concrete scaling 
has become common because it is promoted synergis-
tically by the compound action of chloride deterioration 
and freeze–thaw action. Currently, Japan  has no 
established technique for evaluating concrete scaling 
resistance in a chloride environment. 

Given this background, we conducted a study to de-
velop a technique to evaluate scaling resistance in a 
chloride environment. We investigated the ASTM C672 and 
RILEM CDF scaling tests, which are widely used outside 
of Japan. We evaluated these tests from the ease of use 
and testing utility, and decided to endorse the 
application of RILEM CDF as a general-purpose testing 
method in Japan. To perform these scaling tests rapidly 
without the use of large facilities, we adopted a test 
method using a home freezer. As a scaling resistance 
evaluation technique for actual structures, we adopted 
a method using the air permeability of concrete as an 
index (Fig. 2). 

Fig. 1 Scaling damage to 
 concrete products. 

Fig. 2 Relation between 
 scaling amount and air 
 permeability index: α. 

Related Technology 
・Quality evaluation and degradation diagnosis for concrete
・Technology for improving concrete frost resistance

y = 4.9051x - 2.8006
R² = 0.8457
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Air permeability Index: α (kPa/sec1/2)

Specimen：
220×220×80mm
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Research Topics
・Development of scaling resistance evaluation technique for concrete
・Evaluation of frost damage resistance using a rapid permeability test
・Development of technology for improving the quality of the concrete surface layer
Research Seeds 

In cold regions, concrete structures suffer from frost
damage caused by freeze–thaw action during extremely 
cold winters. In recent years, architects and civil engineers
have observed that concrete structures often show scaling 
(Fig. 1): a phenomenon by which concrete surface layers
delaminate. This phenomenon in-creases concomitantly
with the spraying of antifreeze agents, composed mainly of
sodium chloride (NaCl), onto road surfaces. In Japan, strict 
limitations on the use of studded tires from 1991 have
engendered the rapid increase in the use of antifreeze
agents to prevent road surfaces from freezing. Conse-
quently, concrete sur-faces in cold regions are now eposed
to a more severe chloride environment than ever. As a
result, concrete scaling has become common because it is 
synergistically promoted by the compound action of chlo-
ride deterioration and freeze–thaw action. Japan currently
has no established technique for evaluating concrete
scaling resistance in a chloride environment.

Given this background, we conducted a study to de-
velop a technique for evaluating scaling resistance in a
chloride environment. We investigated the ASTM C672 and
RILEM CDF scaling tests, which are widely used outside
Japan. We evaluated these tests from the ease of use and
testing utility, and decided to endorse the application of
RILEM CDF as a general-purpose testing method in Japan. 
To perform these scaling tests rapidly without the use of
large facilities, we adopted a test method using a home
freezer. As a scaling resistance evaluation technique for
actual structures, we adopted a method using the air
permeability of concrete as an index (Fig. 2).

Fig. 1 Scaling damage to
concrete products. 

Fig. 2 Relation between
scaling amount and air

 permeability index: α.

Related Technology
・Quality evaluation and degradation diagnosis for concrete
・Technology for improvement of frost resistance for concrete 
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Research Topics 
1. Spatial planning of school, play area, and facilities for childcare
2. Social systems and built environments in Finland for human-centered design.

Research Seeds 
I have studied in multidisciplinary fields such as 
Housing and Environmental Design in Japan 
and City Planning in Finland. Furthermore, I have 
work experience as a teacher of home economics 
and as an ICT promoter in learning and 
education at school as well as an assistant 
architect in city government participating in two 
projects: creation of a new cultural multi-building in 
the center of the historical city, Osaka and 
maintaining  signboards to easy visitors' travel. 
My interest is creating child-friendly environments 
based on research and consultation, 
proposing comprehensive solution to 
contemporary issues related to physical 
environment in residential areas and buildings 
such as educational architecture and children's 
spaces. 
【Research Topics】 
1. Study of facilities for community-based

after school care using private housing.
Children use neighboring spaces and
facilities frequently（Fig. 1）. Concepts of
community-based facilities for afterschool
care were drawn up.

2. Study of playground in Finland.  To design
children's play areas, we analyzed the
relation between physical environment and
children's behavior. Children's behavior is
influenced by ground materials and
landscape（Fig. 2）.

Related Technology 

Fig. 1 

Fig. 2 
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